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1. Material is congruent, periodically-poled
lithium niobate. Strips are 1.3mm (Y)wide,
separated by unpoled regions of 0.09mm.

Shortest period strip is 1.8mm wide. The *7Z
faces are etched to decorate domains. They may
appear spotty and uneven.

2. Domain periods:

28.5, 28.7, 28.9, 29.1, 29.3, 29.5, 29.7, 29.9
microns for -03, and -07 parts.

25.5, 25.9, 26.4, 26.9, 27.4, 27.8, 28.2, 28.7
microns for -05, -06, and -08 parts.

3. Length "L" is 19mm for -03, -06, 50mm for

-07, -08. and 10mm for -05.

4. S1 and S2 are polished to 20-10 scratch
dig, flat to 1/8 wave. Edges not bevelled.
Edge-chips larger than 100 microns on S1 and
S2 are fewer than 2 per face. The aperture
size in the Z dimension of S1 and S2 is a
minumum of 400 microns. S1 and S2 are parallel
within 5 minutes.
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